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Gotrardi, V. and Bonetd, G.
THE STARTING PHASES OF THE CORROSION BE- |
TWBEN VARIOUS GLASSES AND ELECTROCAST RE
FRACTORIES (LuﬂnseslnldlleSdehComalon
entre Differents Verres et les Refractaires Electro-

fondus, Plperpmmtedumcs)mposimnformec-

uocbu);:htry of che Belglan Association for the Ad-

‘mammnyamnaeaandsum
Brussel, 1960. [1963] [27p] (foreign text

TT-64-10582

brets
Order from SLA $2.60

Trans. of Silicates Industriels (Belgium) 1961, v. 26
[no. 1] p. 9-16.

DESCRIPTORS: *Corrosion, *Glass, SRefractory
materials, Microetructure, Hardness,
Surface properte
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Kissel, R. R.
INTERNATIONAL FLAME RESEARCH FOUNDATION
ORGAMNISATION, DESCRIPTION OF THE EN
STATION AND ITS MEASURING APPARA Nov 63
Orxder from BGIRA BGIRA-588

Trans. of Silicates Industriels (Belglum) 1961 [v. 27]
no. 10, p. 451-468.

DESCRIPTORS: *Glass, Melting, Flames,
research.
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Godron, Y.
POLARISATION OF REFRACTORIES PLACED AT
CONSTANT TEMPERATURE IN CONTACT WITH
GLASSES OR MOLTEN SALTS. July 63.
Order from BGIRA BGIRA-572

Trans. of Silicates industriels {Belgium) 1963, v. 28,
no. 1, p. t9-27. 7 T

DESCRIPTORS: *Refractory materials, *Polarization,

Glass, Salts, Melting, Temperature,

{Materials--Refractorles, T'T, v. Ll, no. ()

TT-63-22444

1. Godron, Y.
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Research Assoctation
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Delrieux, ]J. and Rocco, D.
THOUGHTS ON THE FRACTURE OF THERMAL
ORIGIN OF REFRACTORIES SUBJECTED TO SERV-
ICE CONDITIONS, [1963).
Order from BGIRA BGIRA-569

Trans. of Silicates Industriels (Belgium) 1963, v. 28,
{1 |

no. 2, p."59-70,

DFESCRIPTORS: *Refractory materials, Thermal
stresses, Fracture (Mechanics).

(Materi{als--Refractories, TT, v. 10, no. 7)
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Research Association

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4

Behavior of Glass Materials in the Fire,
by J. P. Fackler. 30 p.

FRENCH, per, Silicates Industriels,

VOl 28, 1963, pp 89-990
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Peyches, 1.
NEW STUDIES ON THE STRUCTURE OF VITREOUS
STATES. [1963) [BGIRA) no. 577.
Order from BGIRA BGIRA-577

Trans. of Silicates industriels (Belgium) 1963, v. 28,
po. 5, p. 2233IWITTT

DESCRIPTORS: *Ceramic materials, Structural
properties.

(Materials--Ceramics, TT, v. 10, no. 12)
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Py 6.1 [ 8 P_ .
F'GNSTMENTAL IDEAS &N THE FRACTL RE OF
GLASS. Feb 64 )
Order {rom BGIRA BGIRA -600
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TT-64-12948

Tarte, P.
NEW APPLICATIONS OF INFRARED SPECTROM- 1. Tarte, P.
ETRY TO PROBLEMS OF CRYSTAL CHEMISTRY. I1. BGIRA-599
Feb 64 1. Brish Glaes Incustry
Order from BGIKA BGIRA -599 Research Assoctation,
Sheffteld (England)

Trans. of Industricls (Belglum) 1963, v. 28,
oo. 7/8, p 354
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enko, M. G.
Es‘ft;ﬁm THE CORRECT DESIGN FOR RE-
GENERATORS (Pestlegung der Zwockmilsaigen
Abmeasungen von R neratoren) ty. from Russian
by Y. Kvederavich. [1962] [19]p. {toredgn text in
Cerman inchaed) 16 refs.
Order from SLA §1, 60 62-10947

Trans. of Silikat Technik (East Germany) 1983, v. 4,
no. 4, p. 147-150 (originally pub. Steklo | Keramika

(USSR) 1950, v. 7, no. % P 5-9.

DESCRIPTORS: *Glass, Melting, *Fumnaces, *Heat
exchangers, Deslgn, Corrections
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63- 16056
Schifrzer, Leon.
A NEW MATERIAL FOR CERAMIC MASTER- 1. Schiitzer, L.
MOLDS. [1963] Sp.
Order from SLA $1.10 63-160%6

Trans. of Silikat Technik (Bast Germany) 1951, v. 2
{no. 3] p. B0,

DBESCRIPTORS; *Molding, Ceramic materials,
*Molding materials, *Gypsum, Mechanical properties,
Physical properties.
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The Surface Tension of Silicate Melts, by
A. A. Appen, K. A. Schischow, S. S. Kajalowa,

1l pp.
G®RMAN, per, Si_lrilﬁﬁyt_‘?f}}f‘_}@ Vol IV, No 3,
1953, pp 104-105.
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Schdnborn, Herbert.
THE THERMAL ENDURANCE OF CLASS IN RELA-
TION TO ITS RESISTANCE TO THERMAL SHOCK
AS A PROPERTY OF THE MATERIALS (Die
Wirmefestigkeit des Glases unter besonderer
Berucksichtigung der Abachreckfestigkett als einer
Werkstotfelgenschatt). [1963) [35p] (foreign text
included) t8refs
Order from SLA $3.60 63-20373

Trans. of Silikat Technik (East Germany) 1953, v. 4,
o 10, p. A3S-442;

DESCRIPTORS: °*Glass, Shock resistance, Thermal
stresses, Mechanical properties.

After general remarks on the nature of the thermal
endurance the thermal shock resistance of glass as a
property of the matertal I fully discussed. Investiga-
tions are conducted on the Influence of various factora
(Materials--Ceramics, TT, v. 10, no. 12) {over)
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An Acowrate and Rapid Msthod for the Determination of
Fluorine in Glasses and Raw Material: Containing Fluoe
rine, by Werner Vogel, 11 pp.

et
GERMAN, per, Sililaiisch, Vol &, 1953,,483-485,
8.5.A. Tr 1419/1956
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Foam Glass, Part I = Properties and
lication, by M, Hubscher. )
RV, per, Silikattschnik, June 1954,
p 243247,
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the Measured
The Influence of Test Conditions on
Mechanical Strepgth of Glase, Ok E. Schonborn, 1l pp.
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Tae Suress-Ronoval ond Cooling of Hollov Glapgan
o . ) .a FaYal
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Silico:e Filus on Glass Surfaces. Part 1,
by il, Viessel

GER:IAN, per, Silikattechnik, Vol. 6,

Jan 1955, ppe 3-Y.

C.L. Trans, 5044

Feb 1971
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The Chemicel Composition of Vacuum-Technique
Glasses, by Oscar ¥ewps Knapp, 5 pP.
GERMAM, Pan, B111ksttechuik, Vol VI, Book 3,
‘ SLA TT 64 - 105
US Dept of Commerce
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Jembustion and mﬂﬂs
of Pulverized Bard-
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Dopendence of Grinding Cepacity (Efficlency} on the
Percentage of Ball Filling of Tube Millgs, by Karl
Jaccb‘ 5 PPe

CERMAR, per, s:twg_,myg; VI, A 1955,
PP Mlo
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Scientific ~ Engineering ‘3 l-/) 3
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Constitution of (lass, by I. Schuls,
W. Hins,

GERMAN, per, Silikat Technik, Vol VI,
¥o 5, 1955, rp .
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Glassy State, by E. Thilo.

GERYAN, per, 8ilikat Technmlk, Vol VI,
o T, 1955, pp <1 .
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Manufacture of Sandlime Bricks from 'Bauna’
(Carbide) Lime, by G. Schmid. )

GERMA , per Silikat Technik. Vol. 6, No. T
1955, pp 312-313

3 334/cr. E.2. - 10/-
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62-16133

Gypser, Joachim.
GRINDABILITY OF GLASSES (Beitrag zur {. Gypeer, J.
Schleifbarkeit von Gl4sern). [1962] [23]p. (foreign
text included) 7 refs.

Order from SLA $2.60 62-16133

Trans. of Silikat Technik (East Germany) 1935, v. 6,
no. 9, p. 372-377.

DESCRIPTORS: *Glass, *Grinders, *Grinding wheels,

Production, Abrasion, Chemical propertics, Physical
propreytivs.

Soime 38 glasses of different composition waere tested
for thenr grindabihity as depending on the molar com-
positien, comparing it with the other properties of the
gl The procedure 18 deseribed, Seme teehinical
glisses and a4 selection of the company's own glasses
were vranuacd for grindability as a funcuon of the
prinding speed. (Author)

4 haical Servi
(Matrials-=Cueramics, TT, v. 8, nu. 6) OHice of Technicol Services
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Costa, Harold,
HEAT FLOW FROM THE FLAME TO THE GLASS
MELT INVESTIGATED ON A TRIAL INSTALLATION.
{1963) Z7p. (figs. omitted) 21 refs.
Order from SLA $2. 60 63-14063

Trans. of Sillkat Technik (East Germany) 1955, v. 6,
no. 10, p. -4

DESCRIPTORS: *Glass, *Heat transfer, Furnaces,
Fuels, Gases, Melting, Flames.

‘The first results of comparatve investigations of the
heat transfer in the glass bath with luminous and
roaring flames from unpurified and purified generator
gas in a bath depth of 24 cm show only {n the top layer
of 1 cm a temperature drop which 1s grester by 70%.
Below this layer of { cm the temperature course and the
mean effective heat conductivity are independent of the
(Materials--Ceramics, TT, v. 10, no. J) (oven)

63-14063
1. Costa, H.

Olfics of Techmicai Services
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‘of the Viscosity of Plastic Coramic
m:sm: the Deformation Speed, by T. Hasse,
K. Petormsnn,

GERMAN, per, Silikat Tecinik, Vol VI, 1855,
pcia®x p 427.

G3/8/370

Sci-Materials & Metallurgy
May 63
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‘ ition
the Relationship betwveen Phase Coupos
?;xd.'tenperltums of Softening under Pressure
of ¥agnesia Refractories, by ¥.

GERMAR, per, Silike ch, Vol VI, 1955, pp
’673-‘*75- __/,3'-;—-

INSDQC -T2009

72 74

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4

Kuhl, H.
EXPANSIVE CEMENT (QUELLZEMENT). [1963] 7p.
22 refs.
Order from SLA $1.10 63-14710

Trans, of Silikat Technik (East Germany} 1955,

v. 6, no, L1, p. 476-477,

DESCRIPTORS: *Cements, *Structural properties,
Production, Civil engincering.

A review {8 given of the development and present-day
status of the use of expansive cements,

{Materlals, TT, v. 10, no. §)
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) 3
Method of Quantiative Determination o
Degree of Refining of Glasses, by G.
Schilling, H. Franck.

GERMN, per, Bilikat Technik, Vol VI,
% 12, 1955, §p 05509,

CSIRO
Sci - Pays J/LT 572
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Paper Chromatographic {nvestigations of Sodiun
Polyphosphate Glasses, by Hy Grunze.

OERMAN, per, 8ilikat Tech, Vol YIX, Yo b, Apr
1956, pp 134-138.

ASLIB-GB105
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Problems of Glase Teechmology, by
H. Franck.

GEIIAN, W:%ﬁ}_‘m_
Vol VII, Ro §, 1956, pp 179-182.

CSIRO
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Local Regerves of latorialo for the
Buil
Infustry, by H. Grimms. e

GERKAR, per, Silikattochntk, Val VIZ,

Bo 12, 1956, pp 237-547.
cSIRO 3650
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i lishing.
KALLER, A, Discussion concerning glass po
Silikatteohnik 4:320-3 (1958) (GB 131/T 5889)
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The Messuring of Glass Fibre Diamenters, by B.
Biede.

GERMAN, per, S4likat TBCE’ Yol VII, Fo 8;
.956, pp 323-335.

ASLIB-GB105

70,797
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Krause, Hans, Vogel, Werner, and Weesel, Hans,
CLEAR-UP OF SOME DEFECTS IN GLASS IN THE
MANUFACTURING OF OPTICAL AND TECHNICAL
GLASSES (Aufxlirung einiger Glasfehler bel der
Herstellung Optischer und Technischer Glaner) [1963])

1 foreign text included)
[0:-2:1:( trom SLA $1. 60 TT-64-10°67

Trans. of Silikat Technik (East Germany) 1959, v. 10,
o, §, p. 401404,

DFSCNPTO!:I: ‘I()Bd.l:s. ‘gpdﬂclrml. Production,
Quality control, rmation, structure,
SOdhg compounds, Sulfates, Arsemic compounds,
Oxides.

(Mateyials--Ceramics, TT, V. 11, n0. 9)

APPROVED FOR RELEASE: Tuesday, July 01, 2003

2003 CIA-RDP91-00929R000100360008-4

TT-64-10567

L Xrause, H.
1. Vogel, W.
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Office of Technical Services

CIA-RDP91-00929R000100360008-4



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4

Modern EX¥ Shaft Limekilm, by
K. Laermenn.

GERMAN, per, 8ilikat Technik, Vol VII,
Fo 7, 1956, pp H1-293.
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Kaller, Adolf.
ON THE POLISHING THEORY OF GLASS (Zur
Poliertheorle des Glases). [1962] {S8)p. {for:  text
included) 61 refs.
Order from S5 $5. 60 62-16413

Trans. of Slu.knLIr,%ﬂm(’East Germany) 1956, v. 7,
no, 10, p. 380-390 a

DESCRIPTORS: *Glass, Electrolytic polishing, Watex
Surfaces, Chemical reactions, Optical glass,
Theory

In the first part of the work, all known polishing
theorles are discussed critically. After it has been
found that none {8 capable of satisfactorily uuerprednq
the polishing process, our own realizations regarding

lhl. polishing process are sunmarized {n 8 new Lheory-

car;j‘ﬁ to it the poushing process is secn as a com-]
{Materials--Ceramics, TT, v. 8, no. 7) {over)

62-16413
I. Kaller, A
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dystemstic Investigations on Glasses With
Riference to Their Properties in Rrlation to
the Popition in the Periodic Table ot the Ious
in the Glags, by K. Kuehne, 2.3 4p.

GERMAN, per, S8ilikattechnik, \iol VIii, Fo 11,
1956, pp 451 .
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TIL.Th808
Sci - Chemistry 57,390
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Research on Resistance of Temperature Changes,
apd in Particular on the Elongation Proparties
of Fireproof Building Materials, by T. Hsase
and K. Petermann, 30 pp.

GERMAN, per, Silikai Tecyn, Vol VII, Ho 12,
Dec 1956, pp 505-510.
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Contribution to the Rxamiration of Wet

GERMAN, peraBilikat Technik, Bo k,
1957, pp 157=-167 ————
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The Temperature Dependence of the Internal
Priction and Modulous of Elasticity of
Glass, by K. Hilbert.

GERMAN, per, Silikattechnik, Vol 7, No 10,
1956, pp. 394-9.

NTC 69-10740-11B

Sci-Mat
July 69 386,780
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62-18114

Knapp, Oscar.
THE GENESIS OF CRYSTALS IN SILICATE GLLASSES | 1. Title: Tammann thenry
{Dic Ent-tohung dor Kristadle in Silikazglisernp [1962] ‘ 1. Knapp, Q.
110lp. (orcign wan includad) 12 rets. .
Order Tratn SEA L1 62-talid

e osilkat Peehuih (hast Goomany) PIs5, o0,
1.3
oo 2250
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N.stler, A. .
MODERN GLASS-WORKING MACHINES [orR} THE
NATIONALIZED GLASS MACHINE CONSTRUCTION
(Nouzeitliche Glasverarbeitungsmaschinen des Volk-
scigenen Glasmaschinenbaues). [1962] [6)p. (foreign
text included).

Order from SLA $1.10 62-16624

Trans. of Silikat Technik (East Germany) 1957, v. 8.
no. 8, p. 343-344,

DESCRIPTORS: *Glass, Manufacturing methods, Ma-
chines, Construction, Electric machinery, Containers.

(Matcrials--Ceramics, TT, v. 9, no. 1)
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Giess Resesrch in the SBoviet Union in the Last

40 Years, by Michael Alexojevitach Besborodow,
12 p. '

GERMANN, per, 8ilikat Technik, 1957, Vol VIII,
FWo 11, vp WeT-REg,

BLA 59-15328
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62-18624
Budnikow, Peter Petrowitach.
[INVESTIGATIONS BY SOVIET RESEARCH WORKERS 1. Budnikow, P. P.
IN THE FIELDS OF PHYSICAL CHEMISTRY AND
CERAMIC TECHNOLOGY. 11962} 15p. 7 refs.
Order from SLA $1.60 62-18624

Trans. of Silikat Technik {East Germany) 1957, v. 8,
no. 11, p. 470-473.

DESCRIPTORS: *Scientific research, *Physical chemis-
try, *Ceramic materials.

{Chemlstry--Physical, TT, v. 9, no. 8)
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Determination of the Usefulness of Iadustrial
Waste Products for Mekzing Building

Materials, by E. Vogel.

GERMAN, per Sil.%at Technik, Vol. 12, No. 2
pp 52-55

GB 334/CT.10 - 4o/-
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Memxfacturing, Properties, and xbppuutiouﬂ of
Some Eigh-Tempevature Oxide Matarials, by Welter
Bitor. Rasd Pmp, 15 TD.

RUSSIAH, per, §ilikat Technik, Vol IX, 195,
rp Th-Tl, 92060BL—
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Foan Cerbonste, by W. Slatencff, N. Djabaroff,
MESIAN, per, 841ikat Technsk, V ,
o5 Yepgl T Sikikat Technik, Vel I, Mo k,
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Glass Surfaces Covered With Silicone Film, by H.
Wessel,

GERMAN, per, Silikat Technik, Vol
oo 201-,-209-., ==28AL lecnnik, IX, No 5, 1958,

CSIRO
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Thernodynamic Investigation of Solid
Reactions in 8il1c¥ate Systems,
by Babushkin Mischediow-Potrossian.

 GERYAN, par, Silikat Technik, Fo 5,
1958, pp 209-212.
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Importaa.e and Functions Of the Technical Control
Organization In Glass Works, by Iange and Puppe.

GERMAN, per, Silikat Technik, Vol IX, No 5, 1958
PP 216-21¢.. —~ ’ 195
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Knapp, Oscar,

CIA-RDP91-00929R000100360008-4

CRYSTALLIZATION PROPERTIES AND LU\!PO\[HO\ i. Kna

OF SILICATE GLASSES (Kristallistivasve rindgen uad
Zusammensctang der Silikatgiiser), [1962] N6]p,
(forcign roxr meleled)y 4 regs.,

Order from SLA $1.60 G2-V4RT

Transe o Silikat Tochnih (Eas: Germanyy 1459,
N, 5, pa 305 408,

DESCRIFTORY *Olass, *Sihcates, Crvsialbizar e
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84 vers, Heat treatment, *M
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Development of the Gless Industry. (Wi Econ Rpb
on EBar, 257)

GERMAN, per, Silikattschaik, Bast Perlin, Aug 1958,
pp 340-3R2.
C54/700 Sum 2257
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Structure of Fluoride Glass.
Sornet Part 2 by Vogel and

GERMAN, per, Silikat Technik
Pp 3532358 ; Vol IX, No 8, 1958,
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36 and Dust Regulstions, by R, B Bamarh.
HIRMAN, per, Silikattechnik, Vel IX, 1558, p 398.

CSIRO
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Technical Dust Suppression In the Silicate Industry,
by R, Bommert.

GERMAN, per, Silikat Technik, Vol IX, 1958, pp 401-LO6.
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Manufacture of Hollow Glass Fibres From Glass
Tubes Using the Bar Drawing Process, by
S. Hinz, 1 pp.

GERMAN, per, Silikattechnik, Vol IX, No 11,
19583, pp LBL-L35.

CSIRO

APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4



APPROVED FOR RELEASE: Tuesday, July 01, 2003 CIA-RDP91-00929R000100360008-4

Production of Fusilly Cast Tank Bricks by M. Blanke.

GERMAN, per, Silikat Technik, Vol IX, No 11, 1958,
P h92-U49k. .

CSIRO
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Bautsch, Hans-Joachim,
NORMATIVE AND MODAL MINERAL CONTENT OF
CHROME-MAGNESITE BRICKS (Normativer und
Modaler Mineralbestand von Chrommagnesitstelnen).
{1962] ;lZIp. (foreign text Included) 9 refs.
Order from SLA $1.60 62-18183

Trans. of Silikat Technik (East Germany) 1958, v. §,
no. 12, p. S5

2-558,

DESCRIPTORS: *Brick, *Minerals, ®Refractory mate-
rials, *Magnesite, Chromlum, Quantitative analysis,
*Microscopy, Microstructure, Hardness, Opical
properties, Crystals, Growth, Crystal structure,
Siticates, Steel industry, Spinels.

(Materials--Refractorles, TT, v. 9 no. 6)
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sintering of Pure and Activated Oxides in
the Solid Btate, by R. Pampuch.

CERMAN, per, g11ikattachnik, Vol X,
19%9, P 69-TT»

CSIRO

gﬁ gachem 207, 652
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Physical snd Chenicel Investigutions of Glass of the

Tarnary Systen 8i0, » Bpl3 = in the Rangs of
Vycor~Type @ass, by K. ﬁm, . Skatulla, % 1p.

QERMAN, per, Silimttechnik, o 3, 1959, pp 105-118.
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wathods Tor the Study of Crystallization and
Bubble Formetion in Thin Glass and Enamel

Pilms, by K. P. B8} Asercov, G. V. Berdova,
et al; 2 pp.

GERMAN, per, Sillkettechnik, Wo %, 1959,
PP 187‘189 .

CSIR0
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Nov 61
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New Knowledge on the Structure of Glass,
by W. Vogel.

GERMAN, per, Silikat Technik, Vol X,
o 5, 1959, p 24l. ’
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Hematm of the Coarve Cerasies Prodnets
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Shaping of Nonplastic Ceramic Materials b
Injection Molding Method, by Folf Bahn, y the
Hans Blechschmidt, 12 pp.

GERMAN, v
PP 442—44%?‘”.9%%% oL X, No 9, 1939,

AEC-5C-T-65-720
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Stebilization of B-Dicalciwm 8ilicate by
Tlesontary Cerbon; by F.o Wolsl, 5. Hlile,

cl PP

¢FRMAW, per, Siliket Techmdk, Vol X,
o 11, 1959, op 530-930-

SLA 60-16868
/93, 704
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63-14067
Wartzek, Otto and Hilbscher, Martin.
PROGRESS IN THE QUALITATIVE AND QUANTITA- 1. Watzek, O.
TIVE CHEMICAL ANALYSIS OF GLASS DEPECTS 1i. Hibgcher, M.
(Fortschritie in der Qualitativen und Quantitativen
Chemischen Analyse von Glasfehlern). [1963][7]p.
(forcign text included) 8 refs.
Order from SLA $1.10 63~ 14067

Trans. of Silikat Technik (Bast Germany) 1959, v. 10,
no, 11, pr337-538,

DBSCRIPTORS: *Glass, Chemical analysis,
Impurities, Test methods .
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Thermodynamics of the Reactio::s :..rt the
systems: Co{0H)pS10p-100, gd:,%g ~Lip0 and
C33-H20 ynder Normal and ydro ermﬂ.lo .
contitions, ¥y e I._Baoushkin, . P.
Mchedlow-Petrosyan, < OP-

GERMAN, per, 3ilikat Technilk, vol X, No 12,
1959, pp 005000

a4 60-14559
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Homogenisation of a Wet Mixture, by P Beyersdorfer.

GERMAN, per, Sfilikattechnik, Vol 11, No z, 1960
ACI 30¢
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TT-63-22908
Vogel, E.

THE DETERMu ATION OF THE USEFULNBSS OF

INDUSTRIAL WASTE PRODUCTS FOR MAKING 1. CLAIRA-T-10

BUILDING MATERIALS, Jil 61 1, Chalk Lime and Allled

Order from C. L. A, LR, A, Laboratories, Church Street, Idustries Research

Welwyn, terts, England £3 CLAIRA T. 10 Asscciation (Gt, Brit,)

Trans. of Silikat Technik (East Germany) 1960, v. 11,
no. 2, p. 52-55.
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(Industrial), Memuacturing methods.
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Knapp, O,
METHOD FOR DETERMINING CHEMICAL RESIST-
ANCE OF GLASS HOLLOW-WARE. [1961] 7p.
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Trans, of Silikat ]‘_eg{nﬂ:l {Bast Germany) 1960,
v. 11, no. P 149-151,
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Bornschein, G.
THE PRINCIPAL DIMENSIONS OF LONG WET
PROCESS ROTARY KILNS. {1963] 9p l4refs
Order from SLA $1.10 TT-64~14263

Trans. of Silikat Technik (Fast Germany) 1966, v. 11,
0o, 4, p 1TISE

DESCRIPTORS: Design, *Cument kilns
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TT-63-22909
Rébert, S

ON THE TESTING OF MORTARS ANDPLASTERS. Ju] 61 . Title: Plaster
Order from C,L. A, L R. A, Laboratorles, Church Sreet, . RBbert, S.
Welwyn, Herts, England £2 CLAIRA T. 11 . CLAIRA-T-11

. Chalk Lime and Allied
Trans. of Silikat Technik (East Germany) 1960, Industries Research
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Test methods.
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Foam Anhydrite and Foam FPlaster of Paris,
by R. Gurtler.

GERMAN, per, Silikat Technik, vol XI, No T,
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Hinz, Wilhelm and Kunth, Peter-Claf,
VITRO-CERAM PRODUCTS WITH LOW COEFFI-
CIENTS OF THERMAL EXPANSION {Vitrokeram-
produkte mit Niedrigem WHrmeausdehnungsko-
effizienmen). {1964] {23p] (forelgn text included) t€refs
Order from SUA $2, 60 TT-64-140065

Trans, of Silikat Techn[ik] (East Germany) 1960,
v. 11, no. 11, p. SO6-511.

{(Materiala--Ceramics, TT, v. L1, no. 19
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1. Hinz, W,
Il. Kunth, P, -0,
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Lattermann, Hertha,
THE HYDROFLUORIC ACID-HYDROCHLORIC ACID
ATTACK IN THE ANALYSIS OF GLASS (Der
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